
Blanco Mirrors Reflectance and Scattering update 09122014. 

M1 Reflectance: 

 

Figure 1: M1 reflectance degradation. 

Date Action Mirror 
Reflectance (%) Before  Reflectance (%) After  

 470nm 530nm 650nm 880nm 470nm 530nm 650nm 880nm 

 13-Nov-2014 Wash M1 85.44 84.13 86.3 84.4 87.13 87.52 85.29 85.22   

21-Nov-2014 CO2 Cleaning M1 85.32 87.03 85.16 84.05 87.33 87.42 86.02 84.94 
 

09-Dec-2014 CO2 Cleaning M1 86.24 86.73 84.79 84.11 86.02 86.65 84.74 83.95  
 

Table 1: M1 reflectance values after and before washing. 

 

M1 Scattering: 

Date Action Mirror 
TIS (%) 

∆TIS (%) 
 Before  After  

 13-Nov-2014 Wash M1 3.440 1.950 1.490 
 

21-Nov-2014 CO2 Cleaning M1 2.460 2.450 0.01 
 

09-Dec-2014 CO2 Cleaning M1 2.820 2.140 0.680  
 

Table 2: Decrease in TIS (Total Integrated Scattering), after washing. 
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